
Crack Monitoring Record
For use with HM-640 Crack Displacement Monitor

or HM-641 Plastic Measuring Pegs

Project: 
Record movement below after crack widths have been 
measured using the digital caliper. 

To download this Monitoring Record as a PDF file, please 
visit www.globalgilson.com.
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Project

Indicate in the table below the movement at each 
reading after the crack widths have been measured 

using the Vernier or Digital Caliper.

Crack Monitoring Record
Caliper Kit

To download this Monitoring Record as a PDF file and 
to view the latest products from Avongard please visit 

www.avongard.com

www.avongard.com
Ref: R/CK04/0316

Tel: +44 (0) 1275 849782

Reading of distance between Stainless Steel Discs or Avonmarks

Location DateDateDateDate

Distance between Stainless Steel Discs or Plastic Pegs
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